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Instructions: Write your answer to each question within the box immediately below each question.

What element is found in the “gamma-1” phase of dental amalgam, but not in the “gamma” phase ?

MERCURY; Hg
What is a common use for microtensile testing in dental materials?

BOND STRENGTH; BONDING
What phase in dental amalgam is eliminated in “high copper” formulations?

GAMMA-2; SnHg
Name one element that is commonly added to composite resins to make them radiopaque.

STRONTIUM; BARIUM; LITHIUM; YTTERBIUM; ZIRCONIUM
The position on a given “wheel spoke” of the Munsell Color System diagram represents what quality of color?

CHROMA
The class of polymers that are not thermoplastic and therefore can NOT be molded by heating are called

THERMOSET
What is the purpose of “free radical” molecules in dental polymer systems?

 INITIATION; POLYMERIZATION; CURING
Fatigue strength of a material is usually a function of what phenomenon within that material?

CRACK PROPAGATION
A gold alloy surface contains many scratches 1 micron in size.  Is the surface dull in appearance?

YES; DULL
What dental amalgam particle type provides a mix that is easier to condense than lathe-cut particles?

SPHERICAL; BLENDED
